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Project number

Antenna type

Antenna version

Supplier A is the primary

supplier, B is the

secondary supplier

Production Year and Week

Technical requirements:1. Appearance requirements: Must meet DM appearance  
inspection standards.2. Reliability requirements: Meet DM reliability test
standards3. Unspecified tolerance requirements: Dimensional tolerance

±0.20mm; For copper foil lines with a thickness below 35 μm, the tolerance 
is ±0.03 mm;  For copper foil thicker than 35 μm, the trace tolerance is

±0.05mm; the tolerance from the trace to the outline edge is ±0.l5mm;  

hole diameter tolerance±0.lmm;Hole diameter tolerance ±0.lmm; 

hole_to_hole position tolerance ±0.lmm; hole center to outline ±0.l5mm; 

gold finger ink window  tolerance ±0.3mm; cover film window tolerance 

±0.2mm.4.Measurement requirements: Dimensions marked with '*' are key 

control points, and these 'ST' dimensions need CPK control, with a CPK value 

of at  least 1.33; XY is the reference for measuring dimensions.

5. Environmental requirements: Meet DM quality environmental control        
standards.
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